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Slow Strain Rate Stress Corrosion Test Machine
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| &K | 50kN (RIEH| 10~300kN 2F8) |
| 53e/IBE | +0.5% (0.54%) |

| F{EEESSE | Tmm/s ~ 1x10° & mm/s |

| AAZNEREE | 0.00Tmm |

| HERRE | 350°C (BIFFRIRAA 600°C) |

SARBEN | 35MPa |

| IRIBZA | 23L |
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